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Figure S5. AES on SiO: before surface treatment (blue line) and after surface treatment (45
min. Ar” sputtering + 90 min. annealing at 823 K under oxygen) on the same substrate (green

line).



Table S6: All optimized geometries (parent molecule and cations) and their Gibbs free energy

(Eh) at the PBE0/ def2-TZVP level of theory, expressed as Cartesian coordinates (A).

Molecule Cartesian coordinates (A) Final Gibbs free energy (Eh)
-2.072104 3.052679 -0.000000
-1.989186 -0.547564 0.000000
-3.700537 1.214412 -0.000000
-0.360753 1.290702 -0.000000
-0.673402 4.528115 0.000000
-1.112834 5.522029 0.000000
-0.068504 4.373457 -0.893801
-0.068504 4.373457 0.893801
-3.481400 4.517269 0.000000
-4.446950 4.013642 0.000000
-3.365518 5.129161 -0.893266 -1351.07736325
-3.365518 5.129161 0.893266
-3.387887 -2.023002 0.000000
-2.948454 -3.016916 0.000008
-3.992779 -1.868350 -0.893805
-3.992789 -1.868340 0.893796
-0.579889 -2.012155 0.000000
0.385662 -1.508527 -0.000000
-0.695771 -2.624047 -0.893266
-0.695770 -2.624046 0.893267

or>»
c C

[Auz2Cl2(CHs)4]

ITITOIIITIOIIIOIIITOO

Au  -2.035627 2.919475 -0.027570
Au  -2.017481 -0.444636 -0.010941
Cl  -3.788694 1.232543 0.016664
Cl  -0.261716 1.250851 -0.054282
C  -0.669548 4.439482 -0.345837

H  -1.190608 5274419 -0.803414

H 0084423 4.008933 -1.000436

H  -0.281488 4.671763 0.645097

C  -3414131 4432888 0.268665

H  -4.246110 3.972802 0.796011
[AuClo(CH3)a]* | H  -3.684834 4.768818 -0.731350 -1350.73933480
H  -2.929968 5205118 0.858956
C  -3.388970 -1.973133 -0.245290
H  -2926816 -2.738725 -0.861040
H  -4.248317 -1.518273 -0.731478
H -3615120 -2.321717 0.761195
C  -0.632326 -1.956939 0.242645
H 0172322 -1510011 0.821366
H  -0.322947 -2.225852 -0.766396
H  -1.114845 -2.775127 0.767926

Au -1.819984 2.875611 0.004036
Au -2.287517 -0.353586 0.107295
Cl  -3.785590 1579411 0.201733
Cl  -0.320606 0.946395 -0.090320
[AuCl(CHs)2]* | C  -2.858006 4.635135 0.063053 -1271.03956804
H  -3.352792 4697531 1.029611
H  -3556767 4.643787 -0.770184
H  -2043623 5357541 -0.051498
C  -1.251219 -2.114009 0.047678




H  -0553619 -2.123453 0.882026
H  -0.754647 -2.175376 -0.918170
H  -2.065026 -2.837038 0.159960
Au -2.710731 3.628260 1.202848
Au -0.876681 0.582329 -0.199154
Cl  -2761916 -1.062272 -0.912648
Cl  -1.072379 2.990585 -0.250808
[AuClo(CH3)]* | C  -1.119442 -1.403061 -0.364717 -1231.21077897
H  -1.118450 -1.935881 0.580988
H  -0527731 -1.861705 -1.150811
H 0579778 0.504658 0.312600
Au -2.056269 2.768478 0.000000
Au  -2.005021 -0.263367 0.000000
[AuzCl2]* Cl  -3.870060 1.221887 -0.000000 -1191.35489549
Cl  -0191230 1.283232 -0.000000
Au -2.333092 3.153032 0.004622
Au  -2.219375 -0.696612 0.077322
Cl  -0911089 1.215951 0.078406
C  -3.533568 4.824477 -0.052434
H  -3.801526 4.928425 -1.104208
[AuzCI(CH2CH3)]* | H  -4.372147 4.586128 0.601986 -731.29110113
H  -2.880646 5.612803 0.325635
C  -3.225313 -2.301311 0.078777
H  -2.770456 -3.294805 0.109287
H  -4.316942 -2.343808 0.049542
Au -1.973262 2.076357 -0.883223
Au 1414636 0.775184 0.287775
Cl -0.345118 2.376157 0.689014
N C 2984080 -0.502369 -0.097905 )
[Auz2Cl(CH3)] H  3.660789 0.071733 -0.729953 771.12783263
H 2520563 -1.355607 -0.594045
H 3369621 -0.715024 0.900903
Au -1.995645 3.106475 0.000000
. Au  -1.918943 -0.598947 0.000001
[AuzCl] Cl  -0.602069 1.281921 0.000001 -731.29110113 Eh
AU -4.755924 0.426633 2.421132
Au  -2.189804 -0.011332 1.982566
C  -6.841047 1.019418 2.105349
. | C  -6728617 0.480247 3.374092
[Auz(CH2CH2)] H  -6.990154 -0.556436 3.562073 -349.72187310
H  -6.617365 1.122366 4.242251
H  -7.193350 0.415805 1.274756
H  -6.820579 2.094239 1.955491
Au -4297039 1251104 -0.422872
C -2.616996 0.259825 -0.471263
. | Au -1.544376 1.861455 -0.360334
[Au(CH)AuH] H -2.365271 -0.655309 0.065992 -310.36432548
H -0.076828 1.338935 -0.313894
[Auz]* Au -0.191712 -0.032106 1.367387 -271.50548729




>
S

-0.191712

-0.032106

-1.267660

[(CH3)Au(CH3)]*

<

IITIOIITIO>

-4.797108
-3.255948
-2.412115
-3.236292
-3.425177
-6.214769
-7.104844
-6.236158
-5.947248

0.324695
1.646757
0.993246
2.025981
2.410875
1.781065
1.195111
2.210645
2.489221

0.130111
0.222182
-0.015651
1.240925
-0.531572
0.177246
0.421352
-0.821382
0.956170

-215.12577260

[AuCl2]

-1.936113
-4.222798
0.350565

2.153547
2.061043
2.246094

0.000000
0.000000
0.000000

-1056.07074733

[AuzCl2(CHs)s]

ITIIOIIIOIIIO

-1.294616
-1.721580
-1.767896
0.273929
-0.978834

-1.893686
-0.166180
-0.720249
-2.641690
-3.530829
-2.897767
-2.197334
-1.675251
-0.649151
-2.271075
-2.078061

3.653728
-0.240883
1.626343
4.438163
5.308899
5.902582
5.863241
5.003606
3.056969
2.701840
3.863223
2.222438
-1.832857
-2.187884
-2.664314
-1.558642

-1.120733
-0.919247
-2.419054
-2.736831
0.018036
0.034097
-0.446048
1.032234
0.300580
-0.221069
0.987765
0.845948
0.344300
0.486364
-0.046302
1.325165

-1311.34276020




Table S7. Full list of experimental DI and DEA threshold values compared to theoretically
calculated threshold values at PBE0/def2-TZVP, DLPNO-CCSD(T)/TZVP, and DLPNO-

CCSD(T)/SVP levels of theory for the [(CH3)2AuCl]2.

PBEO- DLPNO- DLPNO-
m/z | Products AE (eV) | TZVP | CCSD(T)- | CCSD(T)-
(eV) SVP (eV) | TZVP (eV)
Dissociative lonization
524 | [AuClo(CHa)a]* 9.4+03 9.23 9.69 9.92
[Au2Cl2(CHza)2]* + 2(CHs) 13,51 13.69 14.06
494 | [AuClx(CHg)z]" + CH3CHs 9702 9.67 9.86 10.29
[AU,Cl(CHs)2]* + CH2CH2 + H, 11.28 11.36 11.65
[AuzCl2(CH3)]* + 3(CH3) 15.01 14.59 15.04
479 | [AuCly(CH3)]* + (CHs) + CH3CHs 11.4+02 | 1118 10.76 11.27
[Au,Cl>(CH3)]" + CH.CH; + H, + (CH3) 12.78 12.26 12.64
[AusClo]* + 4(CHs) 17.32 17.06 17.65
[AuzCl,]* + 2(CH3CH3) 9.65 9.41 10.12
464 10.1+0.2
[Au.Cl]* + CH3CH3 + 2(CHa) 13.48 13.23 13.89
[AU2C|2]+ + CH,CH; + H, + CH3CH3 11.25 10.91 11.49
[AuCI(CH,CH3)]* + 2CH3 + CI + H 18.72 17.87 18.50
[AuCI(CH,CH3)]* + CH3CH3 + ClI + H 14.88 14.04 14.73
[AuCI(CH2CH3)]* + CH3CH3s + HCI 10.46 9.88 10.41
458 10.3+0.2
[Au,CI(CH,CH3)]* + (CH4) + CH3CI 10.64 10.23 10.60
[AuzCI(CH2CH3)]* + 2(CHs) + HCI 15.46 16.01 15.41
[Au,CI(CH2CH3)]* + (CH3) + CHsCl + H 15.02 14.58 14.97
[Au,CI(CH3)]* + Cl + 3(CHy) 17.42 16.52 17.29
[Au2CI(CH3)]* + Cl + CH3CH3 + (CH3) 13.58 12.69 13.52
444 13.0£0.2
[AuCI(CH3)]* + CI(CH3) + 2(CHs) 13.72 13.23 13.76
[Au.CI(CH3)]* + CI(CH3) + CHsCHs 9.88 9.40 9.99
[AuCI]* + 4(CHs) + Cl 19.11 18.00 18.84
[Au.CI]" + (CHs) + CH3Cl + CH3CH3 11.57 10.89 11.54
[AuCI]* + HCI + 2(CH4) + CHCH, 12.54 11.60 12.33
429 12.2+0.2
[Au,CI]* + 2 CH3sCHa+ CI 11.44 10.35 11.30
[AuCI]* + Cl + CH3CHs + 2(CHs) 15.27 14.18 15.07
[Au,CI]* + 3(CHs) + CHsCI 15.41 14.72 15.31




[Auz(CH2CH,)]* + 2(CHs) + 2CI + 2H 22.20 20.87 21.84
[Auz(CH;CHy)]* + 2CI(CHs) + H2 1053 10.09 10.46
[Aux(CH2CH,)]* + CH3CHs + 2HCI 9.51 8.72 9.44
422 [Auz(CH2CH,)]* + 2CHs + 2HCI 10303 13.34 12.55 13.21
[Auz(CHCH,)]* + 2(CHg) + Cl + H, 15.21 14.75 15.10
[Au2(CH2CH2)]* + CH3CHs + Clo + Hz 11.37 10.93 11.33
[Auy(CH,)]* + 3(CH3) + 2Cl + H 24.57 23.42 24.14
[Aux(CH,)]" + CH,CH; + 2HCI + CH, 13.35 12.62 13.06
[Auy(CH,)]* + 3(CH3) + HCI + CI 20.14 19.26 19.83
[Auz(CH2)]* + CHsCH3 + CHs + HCI + CI 16.30 15.43 16.06
408 [Auz(CH2)]* + CH3sCHjz + HCI + CI(CH3) 13202 12.60 12.15 12.54
[Auy(CH,)]* + 2(CH3) + HCI + CI(CHy) 16.44 15.97 16.30
[Auz(CH2)]* + CH2CHz + HCI + CI(CHs) + H, 14.20 13.64 13.90
[AUy(CH,)]" + CH3 + 2CI(CH3) + H 17.16 16.84 17.10
[Auy(CH)]* + 3(CHa) + 2H + 2Cl 28.82 27.63 28.40
[Auz(CH)]* + 3(CHs) + 2HCI 19.96 19.32 19.76
[Auy(CH)]* + CHsCHz + CHz + 2HCI 16.13 15.49 15.99
[Auz(CH)]* + (CHs) + 2CI(CHs) + H, 17.15 15.97 16.13
407 [Auz(CH)]* + CHsCH3 + Cl + CI(CH3) + H2 13802 17.02 16.32 16.78
[Auz(CH)]* + CH,CHz + Cl + CI(CHs) + 2H; 18.62 17.82 18.14
[AU2(CH)]* + CH3CHjs + CI- + CI(CHa) + H, 13.75 14.46 13.69
[Auy(CH)]* + 2HCI + CH,CHs + CH, 15.92 15.35 15.85
[Au]* + 4(CHs) + 2CI 22.39 21.94 22.09
[Auz]* + 2[CH3CH;] + 2Cl 1471 14.28 14.56
[Auz]* + 2(CH3) + 2(CHsCI) 14.99 15.36 15.05
[Auz]* + CH2CHz + 2(CH3) + 2HCI 15.56 15.48 15.39
394 | [Auz]" + 4(CHs) + Cl, 15.3+0.2 19.66 20.02 19.68
[Au]* + 2[CH3CHg] + Cl, 11.99 12.36 12.14
[Auz]* + CHsCHs + 2(CHsCI) 11.15 11.53 11.28
[Auz]* + CH,CH; + Hz + 2(CHsCI) 12.75 13.03 12.65
[Auz]* + CH,CH; + CHsCHs + 2HCI 11.72 11.66 11.62
[(CH3)Au(CH3)]* + 2(CHs) + 2Cl + Au 17.81 17.90 18.72
[(CH3)Au(CH3)]* + CHsCHs + Cl, + Au 11.24 12.15 12.54

227 124402
[(CH3)AU(CH3)]* + AuCI + CH;CHj + Cl 12.46 11.63 12.20
15.08 15.98 16.31

[(CH3)Au(CHa3)]* + 2(CHs) + Cl2 + Au




[(CH3)AU(CH3)]* + CH3CH3 + 2CI + Au 13.97 14.07 14.95
[(CH3)AU(CH3)]* + 2CI(CHs) + Au 10.41 11.32 11.68
[(CH3)AU(CH3)]* + CH2CH2 + 2HCI + Au 10.98 11.44 12.01
[(CHs)Au(CHs)]* + AuCl + HCI + CH,CH, + H 13.90 13.16 1358
[(CH2)AU(CHZ)]* + AuCl + CI + 2(CHs) + H, 1645 | 1552 16.04
[(CH2)AU(CH,)]* + CH3CHs + Au + Cl, + H, 12.80 12.22 12.61
[(CH2)AU(CHZ)]* + CH3CHs + AuCl + H + HCI 1244 11.73 12.28

225 126+04
[(CH2)AU(CH,)]* + CH3CH3 + AuCl + Cl + H, 1261 11.69 12.27
[(CH2)AU(CHZ)]* + 2CI(CH3) + Au + H, 11.96 11.22 11.59
[(CH2)AU(CH,)]* + 2CI(CHs) + AuH + H 13.39 12.76 13.24

Dissociative Electron Attachment
PBEO- | Coen- | cCspim:

m/z | Products AE (eV) TZVP Svp TZVP
&) | v (V)
[AUCI;] + Au + 2CH3CHs -2.20 -2.24 -1.96
267 | [AuClz]" + Au(CHs) + CHsCH; + CH; 0.1-0.45 | -0.80 -0.71 -0.67
[AUCL;] + (CH3)Au(CHs) + CHsCH3 -1.82 -1.39 -1.54
509 | [M — CH3] + CHs 0-0.2 -0.96 -0.76 -0.88
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Topical Issue;
Electron and Positron Interactions and Their Applications: a tribute to Professor Michael Brunger

Reminiscence of good times

More than one article could be written about Michael Brunger, the Hippy, and they would all be a
testimony of a memorable man, a good scientist and more importantly a humorous, tolerant, and a
very good person, moreover, they would be fun to read. However, in his spirit, I'm going to keep it

short.

I was so fortunate to enjoy Michael’s friendship, and his support and collaboration in science, in
science administration (politics :-) and in personal matters. He also became dear to my children,
when he generously hosted me and my family in Adelaide during my sabbatical in 2012, an
experience we still talk about at the dinner table, now more than 10 years later. In one of our more
personal conversations about lost ones, Michal said ,,...as long as you are still talked about, you are
not gone. “. With all the opportunities the Hippy has provided for reminiscence of good times, there
is no doubt that many will talk kindly and of respect of him long time from now. In that sense, he
will certainly outlive me.

Oddur



Abstract

Appreciable effort is currently committed to designing suitable organometallic precursors for
fabrication of metallic nanostructures with focused electron beam induced deposition (FEBID) — a
direct write method with high potential for 3D patterning. In this context, the initial interaction of
the potential precursor with low energy electrons is critical and the extent of electron induced ligand
loss determines the composition of the resulting deposits. Specifically of interest are gold-containing
precursors, as the optoelectronic properties of gold provide potential for a variety of plasmonic and
light enhancing applications of 3D nanostructures. Here we study low energy electron induced
fragmentation of CFsAUCNC(CHs)s through dissociative ionisation (DI) and dissociative electron
attachment (DEA) in the gas phase under single collision conditions and under conditions where
collisional stabilisation is provided. We further compare the fragmentation patterns observed under
these conditions with the composition of deposits formed from this precursor under FEBID
conditions. In DI, a significant difference in relative intensities is found under single collision
conditions as compared to conditions where collisional stabilisation is provided, while under both
these conditions only the same DEA channel is open. Comparison with the composition of deposits
formed under FEBID conditions shows that the initial electron-induced fragmentation processes are
not directly reflected in the deposit’s composition. Rather, we expect these to determine the initial
composition of immobilised fragments, while the final composition of the deposit is determined by

electron induced secondary and tertiary reactions caused by further irradiation after immobilisation.



1. Introduction

Gold nanomaterials are employed in a wide variety of applications due to their unique optoelectrical
properties. This is most noticeable in the biomedical sector where these have found application in
e.g., imaging, diagnostics, and cancer therapy’#, and a number of well controlled physical and
chemical protocols have been developed for their fabrication>7. Well defined 3D nanostructures
also have high potential as passive and/or active elements in technological applications &°. For gold
specifically, these include optical and electric sensors 9, surface enhanced Raman spectroscopy
(SERS) elements 1, and plasmonic devices in general 2. For the functionality of such stationary 3D
nanostructures, however, their positioning, size, shape, and elemental purity are critical.

Focused Electron Beam Induced Deposition (FEBID) 135 is a direct write approach that has the
potential of such control in the fabrication of free-standing nanostructures. In FEBID, a precursor
gas enters an electron microscope through a gas injection system (GIS) in close proximity to a
substrate surface where the precursor molecules are physisorbed in dynamic equilibrium with their
gas phase. For metal deposition, such precursors are typically organometallic compounds with the
central metal atom being that of the desired deposit®é. A tightly focused, high-energy electron beam
is directed at the surface, close to the gas injection point, and ideally the precursor molecules
dissociate volatile ligands that are pumped away while the central atom(s) stays on the surface to
build a pure metal deposit 7. The lateral control of the shape of the structures created in this way is
achieved by moving the electron beam relative to the surface of the substrate and the vertical control
is achieved by variation of the dwell time 134, However, composition control has proven to be
difficult in FEBID, and generally significant amounts of impurities are found to be co-deposited
with the desired metal element 8. This is mainly due to incomplete decomposition of the precursor
molecules under the electron beam, but adsorption and further decomposition of dissociated ligands
and co-deposition of impurities from the background gas also play a role.

The general criteria for good precursors are that they are sufficiently volatile to be introduced to the
FEBID system, that they are stable under ambient conditions, easy to handle, preferably of low
toxicity and commercially available 6°. Most importantly, however, to achieve high purity
depositions, the precursor molecules need to dissociate efficiently under the electron beam and the
dissociated ligands need to readily desorb from the surface. 6. As a large variety of commercially
available precursors for chemical vapor deposition (CVD) fulfil most of these criteria, most of the
early reported FEBID experiments focused on depositions from these precursors. However, while
CVD is thermally driven, in FEBID the fragmentation processes and thus the deposition are electron

driven 1817 Moreover, significant numbers of secondary electrons are produced in inelastic



scattering of the primary electrons from the substrate and forming deposits. Thus, the actual energy
of the electrons inducing the fragmentation processes in FEBID is not that of the primary electrons
alone. Rather, it is a distribution also reflecting the energy spread of the inelastic scattered and
secondary electrons 2°. This energy distribution generally peaks below 10 eV, has a significant
contribution close to 0 eV and a tail towards higher energies?>?!. To further complicate the situation,
these electrons may cause dissociation of the precursor molecules through four distinct processes:
dissociative ionization (DI), dissociative electron attachment (DEA) and neutral and dipolar
dissociation (ND and DD) upon electronic excitation?>2*, These processes all have different energy
dependences and lead to different fragmentation products, making the effective damage yield
dependent on both the electron energy distribution and the energy dependence of the cross sections
for the individual processes?°?>23, With this in mind, it is clearly a challenging task to design
precursors that fragment completely under electron exposure and leave behind high metal content
deposits.

Until fairly recently, the bulk of the studies on FEBID of gold were conducted with commercially
available B-diketonate-derived Au(lll) complexes commonly used in CVD, i.e., Me2Au(acac),
Mez2Au(tfac) and Me2Au(hfac) 2427, These are volatile and stable precursors, however, in FEBID
without any purification steps, they generally deliver deposits with gold content ranging from 20 to
40 atom % and correspondingly high carbon content. This was addressed in a few studies by in situ
or post-deposition oxidative removal of the carbon using oxygen or water, resulting in gold content
as high as 81 to 92 atom %. %, In contrast to the Au(lll) complexes, early experiments with the
gold(l) complexes CI-Au-PFs 223 and CI-Au-CO 32 were found to produce high purity deposits
without any purification measures. In these studies, 95 atom % Au was reported for Cl-Au-PFs 2>
8L and the formation of gold grains with about 22 pQ resistivity was reported for CI-Au-CO 32,
However, these compounds are labile, and readily decompose under ambient conditions, making
them unsuitable for practical applications. Stimulated by the high gold content of these precursors,
efforts have been made to design stable and volatile gold(l) complexes that still maintain the high
performance observed for CI-Au-PFs and CI-Au-CO in FEBID¢%33, However, though these were
generally found to be suitable FEBID precursors with respect to their volatility, stability and deposit
growth rates, the achievable gold content was low (about 7 — 22%), with the highest gold content
(22%) achieved for CFsAUCNCHs in deposition using an Auger spectrometer under UHV
conditions®4,

Evidently FEBID involves a complex interplay between the fundamental electron induced processes
leading to the initial precursor fragmentation, electron induced secondary processes, and how these

are altered at surfaces and in the deposition process. It is thus important in the effort to tailor



organometallic precursors for the use in FEBID, to understand the fundamental processes leading
to their initial fragmentation and immobilization in the deposition process.

In this context we have studied DEA and DI of CFsAuCNC(CHs)s, one of the precursors from the
series of recently tested Au(l) precursors34. Electron induced fragmentation processes are studied in
the gas phase under single collision conditions and under conditions where collisional stabilization
is provided, i.e., conditions that should better reflect the effective energy dissipation that is in place
at the surfaces in the FEBID process. Appearance energies are determined for selected DI processes
and quantum chemical calculations are used to support the interpretation of the observed DEA and
DI processes. The gas phase results are compared to the composition of deposits from this precursor
generated in an UHV Auger spectrometer®* and discussed in the context of the initial fragmentation

processes and electron induced secondary decomposition.

2. Methods

2.1. Experimental setup

Electron-molecule interaction experiments under single collision conditions were carried out in a
crossed beam instrument that has previously been described in detail®>. A molecular beam of
CFsAuCNC(CHs)s was generated by gas effusion through a stainless-steel capillary system that can
be heated to achieve sufficient working pressure with low vapor pressure compounds. The effusive
molecular beam crosses a quasi-monoenergetic electron beam that is generated with a trochoidal
electron monochromator. Charged products that are formed in the interaction section are extracted
into a quadrupole mass spectrometer (EPIC 1000, Hiden Analytical Warrington, UK) for m/z
analyses and detection. The base pressure of the instrument was on the order of 2-4 x 10~ mbar and
the electrostatic lens components are maintained at 393 K to avoid condensation of the target gas
and background impurities. The working pressure during experiments was on the order of 2-4 x 10~
"mbar. In negative ion mode, the energy scale was calibrated by the peak of the SFs~ formation from
SFe set as 0 eV. The full width at half maximum of the same signal was used to estimate the energy
resolution of the electron beam, which was found to be around 190 meV during the current
experiments. The monochromator settings were kept the same for the positive ion measurements
and we assume the energy resolution to be the same. The energy scale in positive ion mode was
calibrated by the first ionization energy of Ar, using the onset of the Ar* signal recorded in the
beginning and end of each measurement day. Mass spectra were recorded at fixed incident electron
energies by scanning through the relevant m/z range and ion yield curves were recorded at fixed m/z
ratios by scanning through the relevant electron energy range. Appearance energies for the observed

positive ions were determined by fitting a Wannier-type threshold function to the onset region of



the respective ion yields. The reported AEs are the average of three measurements taken on different
days and the confidence limits are the standard deviations of the averages from these curves and are
optical inspection to make sure that they bracket the onset of the individual curves. These are higher
or equal to the. More information on the fitting procedure may be found in reference 2. The
intensities of the ion yields are normalized with respect to the working pressure and the ion signal
from SFe~at 0 eV and Ar* at 70 eV for the negative and positive ions, respectively.

Direct insertion probe negative chemical ionization mass spectra (DIP NCI MS) and direct insertion
probe electron ionization mass spectra (DIP EI MS) were recorded with a Thermo Scientific DSQ
Il with a Thermo Scientific direct insertion probe (DIP) with an ion source temperature of 60C (373
K), using Qual Browser, Thermo Xcalibur 2.2 SP1.48, August 12, 2011, for data reduction. After
evacuation of the sample vessel, the probe was held at 30°C for 10 s before being ramped 1°C/sec
to 60°C where the temperature was kept constant for 10 min. Electron ionization mass spectra were
recorded at 70 eV electron energy and the negative ion spectra were also recorded with 70 eV initial
electron energy, but in the presence of methane as moderation gas for thermalization of the electrons,
i.e., these represent thermal electron attachment at 333 K. While recording the DIP NCI MS, the
methane moderation gas was supplied to the ionization region to maintain a nominal pressure of 1
Torr. In this setup an approximately 1 mm? aperture allows gas flow into the main chamber where
the pressure is about 4.4 x 10-° Torr during the experiments. With the 3.8 A kinetic diameter of
methane, and at 1 Torr, the mean free path in the ionization region is about 53 nm, which translates
to a collision frequency of about 5 x 108 s~ at 333 K. During the DIP EI MS, on the other hand, the
ionization region is open at the top, providing an approximately 100 mm? aperture connecting the
ionization region with the main chamber. During these experiments the pressure measured at the ion
gauge of the main chamber is about 3.3 x 107 Torr, and as the conductance of the ionization region
to the main chamber is directly proportional to the area of aperture, we estimate the pressure in the
ionization region during the acquisition of the DIP EI MS to be 0.75 mTorr. Assuming a 10 A kinetic
diameter of CFsAUCNC(CHea)s, this translates to a mean free path of 10 um and a collision frequency
of 2.7 x 10% s~* at 333 K. Though these considerations only give an estimate, it is clear that DIP El
experiments are not conducted under single collision conditions.

The subject molecule, CFsAUCNC(CHs)s, was synthesized according to a previously published
procedure 4. It is a white coloured powder but was found to adapt a slight pinkish appearance after
prolonged storage under ambient conditions, indicating minor decomposition and formation of gold
nanoparticles. Thermogravimetric analysis, however, showed no sign of mass loss up to about 290
K, after which rapid mass loss is observed with 30% reduction reached at 310 K%, All samples were

stored refrigerated at -20 °C.



2.2. Quantum chemical calculations

All quantum chemical calculations were performed using the ORCA computational chemistry
software, version 4.1%8. The geometry optimizations for all the neutral and charged fragments and
parent molecules, were performed with tight SCF settings using the hybrid DFT functional PBEO as
well as the triple-zeta polarization basis set def2-TZVP, and the D3BJ dispersion correction by
Grimme et al. *. In addition, for closed-shell and open-shell systems, the unrestricted Kohn-Sham
(UKS) and restricted Kohn-Sham (RKS) formalisms were used, respectively. The PBEO functional
was chosen based on studies by Kepp et al. 4% and Kang et al. 4, where they, found it to be one of
the most accurate functionals at predicting the binding energies and structures of gold complexes.
Harmonic vibrational frequencies were confirmed to be positive at the PBEO/def2-TZVP level of
theory and were used to calculate the zero-point vibrational energy and thermal corrections. In
addition to the DFT calculations, single point calculations were also conducted at the coupled-cluster
level of theory on the optimized PBEO-TZVP geometries*?. These calculations were carried out with
normal PNO settings at the DLPNO-CCSD(T) level, using the double-zeta basis set def2-TZVP and
the valence quadrupole-zeta auxiliary basis set TZVP/c.

The threshold values reported were calculated by subtracting the energy of all generated fragments
from the energy of the parent molecule, including the zero-point vibrational energy and thermal
corrections for the parent molecule and all fragments. For comparison with the experimental AEs,

the threshold values for alternative reaction paths, leading to the observed m/z ratios, were calculated.

2. Results and discussion.

Figures 1 and 2 show positive ion mass spectra of CFsAUCNC(CHzs)s recorded at 70 eV electron
ionization energy. The mass spectra in Figure 1 show the m/z range from around 10 to about 190,
i.e., covering fragments that do not contain the central Au metal atom (m/z 197), and Figure 2 covers
the m/z range from about 190 to about 360. In both figures the mass spectra shown in panels a), b)
and c) are recorded in the crossed beam experiment with the capillary inlet system at 298, 333 and
353 K respectively. For comparison, a direct insertion probe electron ionization mass spectrum (DIP
El MS) covering the same m/z ranges is shown in panel d). Similarly, Figure 3 a), b) and c) show
negative ion mass spectra recorded in the crossed beam experiment at about 0 eV incident electron
energy with the inlet system at 298, 333 and 353 K, respectively, while panel d) shows a direct
insertion probe chemical ionization negative ion mass spectrum (DIP NCI MS). Crossed beam MS
for negative ions were also recorded at 1eV intervals up to 10 eV but no significant fragments

were observed above 0 eV.



Most noticeably, the positive ion mass spectra (Figures 1 and 2) show a rich fragmentation pattern,
while only the m/z ratios 292, [CFsAuCN]~ and m/z 335 are observed in the crossed beam negative
ion mass spectra at 353K, and m/z 292 is the only significant contribution in the DIP NCI spectrum.
In fact, m/z 335 originates from an impurity caused by minor decomposition of the sample during
shipping of the batch used in the crossed beam experiment, and is attributed to the formation of
[Au(CFs)2] —. The same batch of material did not show this impurity before shipping as has been
confirmed with DIP NCI MS performed at
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other hand, results in threshold values of 15.65 and 15.48 eV at the respective levels of theory. These

are both about 0.5 eV above the experimental value for the AE of m/z 39.

For m/z 41, the AE is found to be 12.1 + 0.3 eV, and the best agreement with the calculated

threshold at the DLPNO-CCSD(T)/def2-TZVP level of theory is found when considering the

formation of [H.CCHCH:]* and the neutral counterparts CH4 and CFsAuCN, where we find the

threshold to be 12.45 eV. At the PBEO-def2-TZVP level, the threshold for this reaction is found
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Figure 4. Onset region of typical yield curves for m/z 39, 41, 57, and 69 along with the Wannier-type
threshold fits used to determine their appearance energies (AEs). Also shown are the respective AEs and
their confidence limits as determined from three measurements recorded on different days and the assigned
fragment structures optimized at the PBEO-def2-TZVP level of theory.

to be 12.65 eV, i.e., 0.25 eV above the higher confidence limit of the AE. However, considering
the [H2CCCHas]* isomer as the positive fragment raises the threshold values to 12.85 and 12.82,
respectively, i.e., about 0.4 eV above the higher confidence limit. Also, a number of isomers of
C2HsN were considered for the positively charged fragment m/z 41, as is shown in Table 1. The
threshold values for these were, generally found to be well above the experimental AE, with the
exception of the formation of the [HCNCH:]* ion and CFsAuC(CHs)2 as the neutral counterpart.
For this reaction we find the threshold to be 12.35 eV at the PBEO-def2-TZVP level of theory,
hence in good agreement with the experimental value but at the coupled cluster level the threshold
is found to be 12.52 eV, about 0.2 eV above the confidence limits of the AE. This reaction,
however, constitutes significant rearrangements including rupture of the CN triple bond and
exstensive rearrangement of the t-butyl group. We thus consider this cannel unlikely as compared
to the formation of [H2CCHCH2]* + CHs + CFsAUCN which proceeds through single bond

ruptures and hydrogen migration within the fragmenting t-butyl group.
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Table 1. Appearance energies (AEs) for m/z 39, 41, 57 and 69 in dissociative ionization of CFsAUCNC(CHs)s under
single collision conditions compared to the respective threshold energies calculated at the PBEO-TZVP and DLPNO-
CCSD(T)-TZVP levels of theory. The threshold values are calculated for different reaction paths and the assigned
reaction, based on the best match with the DLPNO-CCSD(T)-TZVP threshold values, are highlighted bold.
Additionally, the AE and the threshold values for the formation of m/z 292, [CFsAuCN], through dissociative electron
attachment to CFsAuCNC(CHjs); are shown in the last row.

CF3AUCNC(CHs)s
DLPNO-

m/z  Products AE (eV) EI)'gf/OP(EZG) (;?52;{%
(eV)
39 [H:CCCH]*+ CFAUCN +CHs+H,  150+0.3 15.32 14.87
[CNCH]* + CF3Au + CH3CH,CHs 15.56 15.48
[HCCHCH]* + CFsAUCN + CH, + H; 1391 13.68
41 [H,CCHCH;]* + CH,4 + CF3AUCN 121+03 12.65 12.45
[CNCHs]* + CF3Au + CH3CCHs 17.33 17.23
[CNCHs]* + CFsAuUC(CHs), 14.67 14.47
[HCNCH.]* + CFsAu + CHsCCHs 15.18 15.27
[HCNCH,]* + CFsAUC(CHs)2 12.35 12.52
[H2CCCH;3]* + CH4 + CF2AUCN 12.85 12.82
57 [C(CHa)3]* + CFsAUCN 10.3+0.2 10.61 10.82
[HCCH»(CHs)2]* + CFsAUCN 14.54 14.85
69 [CFs]"+ AUCNC(CHs)s 12.3+0.3 12.62 12.67
292 [CFsAUCN]™ + C(CHa)s 0 -1.20 -1.23

For the m/z ratios 57 and 69 the assignment is more straight forward as these can unambiguously
be assigned to [CsHo]* and [CFs]™, respectively. For m/z 57 the AE is found to be 10.3 £ 0.2 eV
and for direct dissociation and the formation of [C(CHas)s]* and CFsAuCN as the neutral
counterpart the calculated threshold for this reaction is 10.61 and 10.82 eV at the PBEO-def2-
TZVP and DLPNO-CCSD(T)/def2-TZVP levels of theory, respectively. Hence, 0.1 and 0.3 eV
above the confidence limit, at the respective levels of theory. We additionally considered the
formation of [HC(CH2)(CHs)2]* through hydrogen transfer from one of the methyl groups to the
central carbon, but at both levels of theory we find the threshold for this reaction to be more than
4 eV above the experimental AE. For m/z 69, i.e., the formation of [CFs]* and AUCNC(CHpzs)s, the
AE is found to be 12.3 + 0.3 eV and threshold energies of 12.62 and 12.67 eV are calculated at
the PBEO-def2-TZVP and DLPNO-CCSD(T)/def2-TZVP levels of theory, respectively. In both
cases these are only marginally above the upper confidence limit of the AE, 12.3 + 0.3 eV.

In general, the agreement between the experimental AEs and the calculated threshold values is

good, though the threshold values tend to be somewhat higher than the AEs, and more so at the
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DFT level of theory. This is likely, at least in part, to be due to the fact that the thermal correction
is that of the average, and not the energy distribution at 353K. Thus, the high energy tail of the
distribution may shift the observed AEs to lower energies with respect to the actual thermally

corrected threshold.

As shown in Figure 2, the main gold containing fragments in the crossed beam experiment are
observed at m/z 197, 224, 274 and 280, corresponding to the positive ions Au*, [AUCNH]",
[CF2AUCNH]*and [AUCNC(CHs3)s]*. Lesser contributions are observed at m/z 247, 253 and 265,
and based on their elemental composition, stability and extent of rearrangement required for their
formation, they are assigned to [AuCF2]*, [CHsAuCNCHs]*, and [AuCNC(CHs)2]*. A minor
contribution is also observed from the parent cation [CFsAUCNC(CHs)s]* at m/z 349. Qualitatively,
this agrees with the m/z ratios observed in the DIP EIl spectra shown in panel d), however, the relative
intensities differ markedly in these experiments. For further comparison, Table 2 compares the
relative intensities of the main fragments observed in the crossed beam experiment with those
observed in the DIP El experiment. The intensities are normalized with respect to the highest
intensity fragments set as 100 in both cases. In the crossed beam experiment this is m/z 41;
[H2CCHCHZ2]* and in the DIP El, m/z 280; [AUCNC(CHa)s]*. Additionally, the relative intensities
of the gold containing fragments observed in the crossed beam experiment experiments are shown
in the last column, normalized to the highest intensity gold containing fragment, m/z 224. With
respect to the gold containing fragments, it is most notable that the relative intensity of Au*, m/z 197
is significantly higher in the crossed beam experiment as compared to the DIP EI MS. Conversely
the relative intensity of the parent cation is significant in the DIP EI MS, while it is only a minor
contribution to the mass spectra recorded under single collision conditions. We attribute this to the
effect of collisional stabilization in the DIP EI MS experiment. This can also explain the absence of
m/z 330, [CF2AUCNC(CHa)s]* and the relatively low intensity of m/z 280 in the crossed beam
experiment under single collision conditions as compared to DIP ElI MS, as both these fragments
may decay further to form m/z 274 [CF2AUCNH]*, 247 [CF2AU]*, 224 [AUCNH]* or 197 [Au]*.
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Table 2. Normalized peak intensities from the EI mass spectra of CFsAUCNC(CHa); at 70 eV recorded under single
collision conditions and in DIP EI MS. The intensities are normalized with respect to the highest intensity fragment set
as 100 in both cases. This is m/z 41 in the crossed beam experiment and m/z 280 in the DIP EI experiment (columns
three and four, respectively). For better comparison the last column also shows the relative intensities of gold-containing
fragments observed in the crossed beam experiment normalized to the highest intensity gold containing fragment, m/z
224.

Relative Intensity

Au-Fragments

m/z  Fragment Crossed beam DIP Crossed beam
349 [CRAUCNC(CHa)s" 2 40 15
330 [CFAUCNC(CHa)s* 0 9 0
280 [AUCNC(CHa)s]* 2 100 17
274 [CF.AUCNH]* 11 64 92
265  [AUCNC(CHa)]" 0 14 0
247 [CRAUJ" 2 8 17
224 [AUCNH]* 12 98 100
197 [AU 10 12 8
69  [CFs]" 48 8 :
57 [C(CH)I" 88 83 i
41  [H:CCHCH,]' 100 40 -
40 [H:CCCHZ]" 9 0 -
39 [H.CCCHJ* 34 18 .
15  [CHa]* > - .

A priori, one would expect that the DIP EI MS, where collisional stabilisation is provided, should
better reflect the fragmentation as it is observed at surfaces where an effective energy dissipation is
in place. It is thus interesting to compare the current experiments with the composition of actual
deposits formed under FEBID conditions. In this context, Table 3 shows the average carbon, fluorine,
and nitrogen loss per incident in the gas phase experiments, and the atomic composition of a
hypothetical deposit that would result if these processes, unaltered and alone, would determine the
composition of a deposit. For the average element loss, the contribution of all gold containing
fragments is weighted with the respective number of carbons, fluorine or nitrogen lost, and divided
by the total intensity of all fragments. For m/z 39, 41, 57 and 75 the neutral gold containing
fragments as assigned in Table 2 provide the basis for this calculation for both experiments. At the
bottom of the table is the elemental composition of a deposit formed from this precursor under
FEBID conditions.** These deposition experiments were conducted under UHV in an Auger
spectrometer at an electron-beam energy of 3 kV and a current of 1 pA on a silicon substrate that

was pre-treated by sputtering with 4 keV Ar* ions to remove the oxide layer and residual carbon.
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Table 3. Average carbon, fluorine, and nitrogen loss per incident observed in the crossed beam EI experiment, the DIP
El experiment and in DEA (crossed beam and DIP NCI). Also shown are the atomic compositions that would result
from the respective average elemental losses and the deposits composition observed in EBID in an Auger spectrometer

at an electron energy of 5 keV.3*

Element loss C N F

Crossed beam (EI) 3.15 0.03 0.71

DIP EI 3.30 0.04 1.71

DEA (Crossed beam and DIP) 4 0 0

Elemental composition calculated for El and DEA and observed in EBID (Ref. 3%

Crossed beam (EI) 1l4at% Au  40at% C 32at%F 14 at.% N

DIP EI MS 17at% Au  45at% C 22at% F 16 at.% N

DEA 14 at.% Au 29at% C 43at% F 14 at.% N

EBID * 14at% Au  80at% C Oat% F 6at% N <lat% O

With this approach, the average F, N and C loss per incident in the crossed beam experiment is
found to be 0.71, 0.03, and 3.15, respectively, and in the DIP El MS these are found to be 1.71, 0.04,
and 3.30, respectively. Under the assumption that all fragments that do not contain gold would
desorb, this translated to a deposit of 14 at.% Au, 40 at.% C, 32 at.% F, and 14 at.% N using the
crossed beam data. The expected composition derived from the DIP EI MS data, where collisional
stabilization potentially plays a role. would be 17 at.% Au, 45 at.% C, 22 at.% F, and 16 at.% N,
respectively. Applying the same approach to the negative ion data, where the only significant
fragment is [CFsAUCNT]- (m/z 292) in both experiments is straightforward and results in an expected
Au:C:F:N deposit composition of 1:2:3:1, i.e., 14 at.% Au, 29 at.% C, 43 at.% F, and 14 at.% N.
For comparison, the elemental composition of the deposit generated under FEBID conditions was
found to be 14 at.% Au, 80 at.% C, 0 at.% F, 6 at.% N, as determined by EDX.3* Most noticeably,
fluorine is as good as quantitatively removed in the deposition experiments, while less than 1
fluorine is lost on average per incident through DI under single collision conditions, and 1.7 in the
DIP El experiments. Moreover, the fluorine loss in both the gas phase EI experiments is substantially
through the loss of the CFs group from the central gold. This is clearly not the route for fluorine loss
in the deposition experiment where no carbon removal is observed and the stoichiometric Au:C ratio
of the precursor is retained in the deposit. Furthermore, in DEA, both under single collision
conditions and in the DIP NCI experiment, no fluorine loss is observed. It is thus clear that the DEA
and DI processes observed in the gas phase are not reflected in the deposit’s composition, even if
collisional stabilization is provided. However, this is in line with the interpretation of the deposition
experiments, where sequential fluorine loss upon prolonged irradiation of the initial deposit was
proposed®*. Considering that the electron dose in the deposition experiment was about 1.15 x 10%*4

e/um?, electron induced secondary reactions are likely to play a significant role. Presuming, for
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simplicity, dense packing and a 1 nm? area occupied by each molecule at the surface, 1 pm? is
covered by a monolayer of 108 molecules. The thickness of the deposit in the Auger experiments
was stated to be > 100 nm, and if we, for sake of argument, assume 200 nm thickness, each molecule
has been exposed to more than 5 x 10° electrons. With a generic electron induced fragmentation
cross section of 101 cm?, which is on the order of magnitude determined for other FEBID
precursors 224344 the reactive area is of this 1 um? coverage is about 0.01 pm?. Thus, each molecule
may have been subject to about 5,000 reactive incidences. In this consideration it is assumed that
the cross section remains the same after each reactive incident and that the reactive cross section of
the high energy primary beam is the same as measured with low energy electrons in the gas phase.
These assumptions do not hold, and the cross sections for further electron induced decomposition
of immobilized secondary and tertiary fragments may be orders of magnitude lower than those for
the initial process. Nonetheless it is clear from these considerations that electron induced secondary
reactions may play a significant, if not determining role in FEBID. It is also clear that the carbon
containing ionic fragments do not desorb from the surface but are rather immobilised and subjected
to further electron induced fragmentation. Secondary and tertiary electron induced reactions have
been discussed in context to other FEBID precursors 24% and is in fact reflected in a number of non-
steady state experiments where thin precursor layers are exposed to 500 eV electrons and the
elemental composition change is monitored in dependence of the electron dose. Good examples are
the precursors Ru(CO)4l2*, cis-Pt(CO)2Cl2*", and (n3-CsHs)Ru(CO)sBr*8, where initial electron
induced carbonyl loss at low electron doses correlates well with low energy electron induced
fragmentation as it is observed in the gas phase. Continued electron exposure, however, leads to
further, secondary fragmentation, partly resulting in removal (desorption) of the halogens but also
in decomposition of carbon containing ligands and integration of carbon in the deposit.

Turning back to the negative ion formation, Figure 5a shows the ion yield curve for [CFsAUCN] in
the energy range from 0 to 10 eV, with an expanded insertion comparing the normalized
[CFsAUCN]- ion yield curve and that of SFe~ from SFs, used for the respective energy calibration.
Figure 5b compares contour plots of the LUMO of the neutral molecule with the HOMO (SOMO)
of the ground state anion. The contour plots are generated with Chemcraft*® for the respective
equilibrium geometries optimized at the PBEO-def2-TZVP level of theory and visualized with a
contour value of 0.05. Noticeably, the [CFsAuCN] - signal shown in Figure 5a is slightly blue shifted
(0.05 eV) and significantly broader (FWHM of 300 meV) than that of the SFs~ion yield (190 meV),
which in turn, reflects the energy distribution of the electron beam. As discussed above, the DEA
spectra recorded in the crossed beam experiment under single collision conditions and in DIP NCI

are nearly identical, with the dominating contribution being from m/z 292, i.e., loss of the t-butyl
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group with the formation of [CFsAUCN]~.
The only difference is the additional
observation of a fairly weak [M — H]" signal
(about 7%) in the DIP NCI spectra. This is
not surprising as the DIP NCI experiments
are recorded in the presence of methane as
moderation gas at a pressure of about 1 torr
(see the experimental section). The mean free
path is thus on the order of 50 nm in these
experiments, corresponding to a collisional
frequency of about 5 x 108 s at 333 K. This
in turn provides for efficient collisional
stabilization and observation of the relaxed
ground state anion is expected. Furthermore,
at the PBEO-def2-TZVP level of theory, we
find the adiabatic electron affinity (EA) of
CFsAUCNC(CHs)s to be 0.63 eV and thus all
prerequisites for the formation of the stable
ground state anion should be provided.
However, when comparing the vacant
LUMO of the neutral with the HOMO of the
anion (Figure 5b), it is clear that a single
electron occupation of the LUMO of the
neutral leads to strong coupling of this
electronic state with the N-C(CHa)s
coordinate. While the neutral HOMO is

antibonding with n* character along the AuC-N coordinate of the linear ground state, a single
electron occupation of this orbital leads to stabilization of the molecular anion through substantial
bending of the C-N-C coordinate, leading to a change of the respective angle from 180° to 150°.
Hence, the geometrical relaxation of the initially formed TNI to its ground state proceeds along a
deformation coordinate, while the dissociation leading to the formation of [CFsAUCN]- is directly
along the N-C(CHs)s bond. 1t’s also apparent, that strong orbital mixing is provided along the
dissociation coordinate whereby the AuC-N antibonding n* character of the LUMO of the neutral

is largely lost. In turn, it acquires an admix of o* character along the N—C(CHs)s bond with an
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Figure 5. (a) lon yield curve of [CFsAUCN] formed in
DEA to CFsAuCNC(CHs); under single collision
conditions in the incident electron energy range from
about 0 to 10 eV. The inset shows an expansion of the
energy range from about 0 to 1.5 eV, along with the
respective [SFg]" calibration curve. (b) Isosurfaces of the
LUMO of the neutral CFsAUCNC(CHj3); molecule and
the HOMO (SOMO) of its ground state anion. These are
generated with Chemcraft for the respective relaxed
geometries optimized at the PBEO-def2-TZVP level of
theory.
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antibonding node at the C atom in the fully relaxed geometry. From these considerations, we
anticipate that the initial TNI formed in the vertical transition is a strongly repulsive state with orbital
mixing provided in the attachment process through the N—C(CHs)s bending motion. In this picture,
the extension along the N—C(CHs)s coordinate is fast compared to the relaxing bending motion and
proceeds on a timescale shorter than the collisional stabilization provided in the DIP NCI
experiments. From the fundamental physical and chemical point of view, this is an interesting
dynamic problem that is worthy of further studies, both from the experimental and theoretical side.
Specifically, angular dependence measurements of the attachment process, such as velocity imaging
would be of interest. Also, on the theory side non-adiabatic dynamic calculations would provide
further insight. With respect to the deposition experiments discussed here above these dynamics
may offer a rationale for the absence of carbon loss by dissociation and desorption of the t-butyl
group through DEA.. At the surface, the energy dissipation is direct, and the dissociation process is
likely to be dampened in the presence of alternative relaxation paths such as the bending motion in

the current case.

Conclusions

In the context of the development of precursor molecules suitable for the fabrication of gold
nanostructures through focused electron beam induced deposition, we have studied low energy
electron induced fragmentation of CFsAuCNC(CHs)s. Dissociative electron attachment and
dissociative ionization were studied both under single collision conditions and under conditions
where collisional stabilization is provided. Dissociative ionization under single collision conditions
was found to be more extensive than when collisional stabilization is provided and is dominated by
charged organic ligand fragments, rather than charged gold containing fragments, as is the case in
the DIP El MS experiments. Interestingly the electron attachment spectra are identical under both
conditions, and dissociation of the initially formed TNI to form [CFsAuCN] ~ is the only significant
channel. We find that the parent anion has positive electron affinity and would thus rather expect
stabilization and its observation where intermolecular energy dissipation is provided. However,
comparison of the distribution of the LUMO of the neutral parent molecule with that of the HOMO
of the relaxed anion indicates a strong m*—c* coupling in the attachment process, with the c*
antibonding character along the observed dissociation coordinate. We thus anticipate that
dissociative relaxation along this coordinate proceeds significantly faster than collisional
stabilization and relaxation of the anion to its ground state. When comparing the current gas phase
results with the composition of deposits from this precursor generated in electron induced deposition

in an UHV Auger spectrometer, marked differences are apparent. In the deposition experiments the
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stoichiometric carbon and nitrogen content of the parent molecule is retained in the deposit while
the fluorine is almost quantitatively removed. From the gas phase experiments on the other hand,
significant carbon removal should be expected but only partial fluorine removal. Moreover, while
the fluorine loss in the gas phase experiments is predominantly through dissociation of the CFs
ligand, the fluorine removal in the deposit experiment is sequential through prolonged electron
irradiation. In agreement with the deposition experiment, we attribute this to an initial fragmentation
and immobilization on the surface through a first electron/molecule interaction. In this step,
desorption, and in part also dissociation, is hindered through molecule surface interactions and
efficient energy dissipation. Prolonged irradiation then leads to further fragmentation in electron-
induced secondary and tertiary reactions that result in sequential fluorine loss, finally resulting in
almost quantitative fluorine loss and carbonization of the remaining ligands.

Importantly, the consideration of the role of electron-induced secondary and tertiary reactions
changes the parameter space that needs to be considered in the rational design of FEBID precursors,
and also has consequences for the deposition strategies applied. Specifically, potential precursors
need to be designed in such a way that the immobilized fragments from the initial electron-induced
dissociation processes are still susceptible to further electron induced fragmentation, leading to

desorption of the respective secondary ligand fragments.
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